AVERAGE SEAL STRENGTH (GRAMS/INCH)
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HEAT SEAL PROFILE FOR COPOL CP423BXP
Laminated to PET, sealed to itself
Typical curve

=== CP423BXP laminated to PET

300 350 400

SEAL BAR TEMPERATURE (F)

300 350
AFTER 20 MIN RETORT @ 121 C

400




