
COLD FORGE STRUCTURAL ASSEMBLIES

AS1252
All assemblies inlcude BOLT/WASHER/NUT

TYPE FINISH AS/Class Quick Ref Diameter Length Pack Size

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1230 M12 30 200

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1235 M12 35 200

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1240 M12 40 150

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1245 M12 45 150

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1250 M12 50 150

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1255 M12 55 150

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1260 M12 60 150

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1265 M12 65 150

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1270 M12 70 150

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1275 M12 75 150

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1280 M12 80 150

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1290 M12 90 100

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S12100 M12 100 100

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S12120 M12 120 75

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S12150 M12 150 75

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S12180 M12 180 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S12200 M12 200 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1640 M16 40 100

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1645 M16 45 100

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1650 M16 50 100

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1655 M16 55 100

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1660 M16 60 100

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1665 M16 65 75

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1670 M16 70 75

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1675 M16 75 75

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1680 M16 80 75

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S1690 M16 90 75

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16100 M16 100 75

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16110 M16 110 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16120 M16 120 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16130 M16 130 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16140 M16 140 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16150 M16 150 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16160 M16 160 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16170 M16 170 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16180 M16 180 35

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16190 M16 190 35

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16200 M16 200 35

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16220 M16 220 35

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16240 M16 240 35

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16250 M16 250 35

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16260 M16 260 35

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16270 M16 270 35

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16280 M16 280 25

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16300 M16 300 25

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16350 M16 350 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16400 M16 400 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16450 M16 450 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16500 M16 500 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16550 M16 550 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16600 M16 600 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16650 M16 650 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S16700 M16 700 1



COLD FORGE STRUCTURAL ASSEMBLIES

AS1252
All assemblies inlcude BOLT/WASHER/NUT

TYPE FINISH AS/Class Quick Ref Diameter Length Pack Size

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2040 M20 40 75

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2045 M20 45 75

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2050 M20 50 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2055 M20 55 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2060 M20 60 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2065 M20 65 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2070 M20 70 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2075 M20 75 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2080 M20 80 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2085 M20 85 50

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2090 M20 90 40

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20100 M20 100 40

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20110 M20 110 40

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20120 M20 120 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20130 M20 130 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20140 M20 140 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20150 M20 150 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20160 M20 160 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20180 M20 180 25

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20190 M20 190 25

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20200 M20 200 25

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20210 M20 210 25

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20220 M20 220 25

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20240 M20 240 20

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20250 M20 250 20

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20260 M20 260 20

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20275 M20 275 20

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20280 M20 280 20

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20300 M20 300 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20350 M20 350 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20400 M20 400 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20450 M20 450 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20500 M20 500 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20550 M20 550 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20600 M20 600 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20650 M20 650 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S20700 M20 700 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2255 M22 55 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2260 M22 60 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2265 M22 65 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2270 M22 70 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2280 M22 80 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2290 M22 90 25

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S22100 M22 100 25

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S22130 M22 130 20

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S22150 M22 150 20

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S22175 M22 175 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S22200 M22 200 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2450 M24 50 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2455 M24 55 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2460 M24 60 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2465 M24 65 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2470 M24 70 30



COLD FORGE STRUCTURAL ASSEMBLIES

AS1252
All assemblies inlcude BOLT/WASHER/NUT

TYPE FINISH AS/Class Quick Ref Diameter Length Pack Size

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2475 M24 75 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2480 M24 80 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2485 M24 85 30

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2490 M24 90 25

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24100 M24 100 25

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24110 M24 110 20

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24120 M24 120 20

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24130 M24 130 20

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24140 M24 140 20

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24150 M24 150 20

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24160 M24 160 20

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24170 M24 170 20

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24180 M24 180 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24200 M24 200 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24210 M24 210 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24220 M24 220 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24230 M24 230 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24240 M24 240 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24250 M24 250 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24260 M24 260 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24280 M24 280 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24300 M24 300 10

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24330 M24 330 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24350 M24 350 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24390 M24 390 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24400 M24 400 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24415 M24 415 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24450 M24 450 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24500 M24 500 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24550 M24 550 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24600 M24 600 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24650 M24 650 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24700 M24 700 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S24750 M24 750 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2780 M27 80 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S2795 M27 95 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S27110 M27 110 10

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S27130 M27 130 10

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S27140 M27 140 10

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S27150 M27 150 10

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S27175 M27 175 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S27200 M27 200 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S3075 M30 75 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S3080 M30 80 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S3085 M30 85 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S3090 M30 90 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30100 M30 100 15

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30110 M30 110 10

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30120 M30 120 10

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30130 M30 130 10

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30140 M30 140 10

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30150 M30 150 10

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30160 M30 160 10



COLD FORGE STRUCTURAL ASSEMBLIES

AS1252
All assemblies inlcude BOLT/WASHER/NUT

TYPE FINISH AS/Class Quick Ref Diameter Length Pack Size

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30170 M30 170 10

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30180 M30 180 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30190 M30 190 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30200 M30 200 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30220 M30 220 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30240 M30 240 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30260 M30 260 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30280 M30 280 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30300 M30 300 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30350 M30 350 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30400 M30 400 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30450 M30 450 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30500 M30 500 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30550 M30 550 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30600 M30 600 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30650 M30 650 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S30725 M30 725 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S33130 M33 130 10

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S33140 M33 140 10

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S33150 M33 150 10

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S33175 M33 175 5

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S33200 M33 200 5

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S33230 M33 230 5

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S3690 M36 90 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36100 M36 100 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36110 M36 110 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36120 M36 120 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36130 M36 130 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36140 M36 140 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36150 M36 150 8

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36160 M36 160 5

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36170 M36 170 5

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36180 M36 180 5

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36190 M36 190 5

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36200 M36 200 5

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36220 M36 220 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36240 M36 240 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36260 M36 260 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36280 M36 280 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36300 M36 300 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36375 M36 375 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36400 M36 400 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36450 M36 450 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36500 M36 500 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36525 M36 525 1

STRUCTURAL ASSEMBLY HOT DIP GALVANISED AS1252 / CLASS 8.8 S36600 M36 600 1

HEX NUT HOT DIP GALVANISED AS1252 / CLASS 8 M12 500

HEX NUT HOT DIP GALVANISED AS1252 / CLASS 8 M16 450

HEX NUT HOT DIP GALVANISED AS1252 / CLASS 8 M20 250

HEX NUT HOT DIP GALVANISED AS1252 / CLASS 8 M22 100

HEX NUT HOT DIP GALVANISED AS1252 / CLASS 8 M24 100

HEX NUT HOT DIP GALVANISED AS1252 / CLASS 8 M27 50

HEX NUT HOT DIP GALVANISED AS1252 / CLASS 8 M30 50
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HEX NUT HOT DIP GALVANISED AS1252 / CLASS 8 M33 25

HEX NUT HOT DIP GALVANISED AS1252 / CLASS 8 M36 25

HEX NUT PLAIN AS1252 / CLASS 8 M12 500

HEX NUT PLAIN AS1252 / CLASS 8 M16 450

HEX NUT PLAIN AS1252 / CLASS 8 M20 250

HEX NUT PLAIN AS1252 / CLASS 8 M24 100

HEX NUT PLAIN AS1252 / CLASS 8 M30 50

HEX NUT PLAIN AS1252 / CLASS 8 M36 25

SQUIRTER DTI WASHER MECHANICAL GAL ASTM F959  1/2 100

SQUIRTER DTI WASHER MECHANICAL GAL ASTM F959  7/8 100

SQUIRTER DTI WASHER MECHANICAL GAL ASTM F959M M12 100

SQUIRTER DTI WASHER MECHANICAL GAL ASTM F959M M16 100

SQUIRTER DTI WASHER MECHANICAL GAL ASTM F959M M20 100

SQUIRTER DTI WASHER MECHANICAL GAL ASTM F959M M24 100

SQUIRTER DTI WASHER MECHANICAL GAL ASTM F959M M24 50

SQUIRTER DTI WASHER MECHANICAL GAL ASTM F959M M30 50

SQUIRTER DTI WASHER MECHANICAL GAL ASTM F959M M36 50

LOAD INDICATOR WASHER MECHANICAL GAL ASTM F959M M16 200

LOAD INDICATOR WASHER MECHANICAL GAL ASTM F959M M20 100

LOAD INDICATOR WASHER MECHANICAL GAL ASTM F959M M24 50

STRUCTURAL WASHER HOT DIP GALVANISED AS1252 / 38-45HRC M12 1000

STRUCTURAL WASHER HOT DIP GALVANISED AS1252 / 38-45HRC M16 800

STRUCTURAL WASHER HOT DIP GALVANISED AS1252 / 38-45HRC M20 500

STRUCTURAL WASHER HOT DIP GALVANISED AS1252 / 38-45HRC M22 350

STRUCTURAL WASHER HOT DIP GALVANISED AS1252 / 38-45HRC M24 350

STRUCTURAL WASHER HOT DIP GALVANISED AS1252 / 38-45HRC M27 350

STRUCTURAL WASHER HOT DIP GALVANISED AS1252 / 38-45HRC M30 250

STRUCTURAL WASHER HOT DIP GALVANISED AS1252 / 38-45HRC M33 200

STRUCTURAL WASHER HOT DIP GALVANISED AS1252 / 38-45HRC M36 200

STRUCTURAL WASHER PLAIN AS1252 / 38-45HRC M12 1000

STRUCTURAL WASHER PLAIN AS1252 / 38-45HRC M16 800

STRUCTURAL WASHER PLAIN AS1252 / 38-45HRC M20 500

STRUCTURAL WASHER PLAIN AS1252 / 38-45HRC M22 350

STRUCTURAL WASHER PLAIN AS1252 / 38-45HRC M24 350

STRUCTURAL WASHER PLAIN AS1252 / 38-45HRC M30 250

STRUCTURAL WASHER PLAIN AS1252 / 38-45HRC M36 200


