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Wholesale Distribution

US CONSTRUCTION FABRICS LLC

8 Ledge Rd, Windham, NH 03087

(603) 893-5480, Fax (603) 893-2154

www.usconstructionfabrics.com

CONSTRUCTION FABRICS, LINERS, & ENVIRONMENTAL PRODUCTS

HIGH FLOW CATCH BASIN INSERT 2' X 2’ X 3' HIGH with Over Flow

HIGH FLOW CATCH BASIN INSERT MATERIAL SPECIFICATIONS

Property Test Method Minimum Average
Roll Value* (English)
Grab Tensile ASTM D4632 250 x 250 Lbs
Grab Elongation ASTM D4632 20% x 15%
Mullen Burst ASTM D3786 400psi
Puncture ASTM D4833 140 Lbs
Trapezoid Tear ASTM D4533 90Lbs
UV Stability(at 200hr) ASTM D4355 70%
Permittivity ASTM D4491 1.7
AOS® ASTM D4751 20 US Sieve (*1)
Flow Rate ASTM D4491 180 GPM/ft?

* The data is minimum average roll values

(*1) Maximum
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