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Sydvaranger Industriomrade SYDVARANGER INDUSTRIOMRADE Finalized Date: 12-JUL- 2013
Kirkenes N- 9900 POSTBOKS 405 Account: SENIDU
Phone: +47 91 3069 11 www.alsglobal.com 9915 KIRKENES FINNMARK
ALS
Minerals
I CERTIFICATE KK13115370 SAMPLE PREPARATION
ALS CODE DESCRIPTION
Project: Density prover WEI- 21 Received Sample Weight
P.O. No.: BAG- 01 Bulk Master for Storage
. . . N LOG- 22 Sample login - Rcd w/o BarCode
;?Ejafﬁc;ré]lssfor 6 Concentrate samples submitted to our lab in Kirkenes, Norway on DRY- 21 High Temperature Drying
L . . . . . CRU- 31 Fine crushing - 70% <2mm
The following have access to data associated with this certificate: PUL- 21 Pulverize entire sample
TROND DAHLBERG
ANALYTICAL PROCEDURES
ALS CODE DESCRIPTION INSTRUMENT
OA- GRAO8b Specific Gravity for Pulps WST- SIM
To: TSCHUDI KIRKENES
ATTN: TROND DAHLBERG
SYDVARANGER INDUSTRIOMRADE
POSTBOKS 405
9915 KIRKENES FINNMARK
This is the Final Report and supersedes any preliminary report with this certificate number. Results apply to samples as /
submitted. All pages of this report have been checked and approved for release. Signature. .‘:,_,.-

*rxk See Appendix Page for comments regarding this certificate ***** Colin Ramshaw, Vancouver Laboratory Manager



