
UniLite Temp 

Rinse and dry the cavity before application of UniLite Temp. 
Apply the UnitLite Temp directly to the cavity using the provided tip. Don’t pull back the plunger during or 
after use. 
Spread with the probe or spatula if necessary.  
Light-cure (polymerization light with a minimum of 500mW/cm2): 10s if the film thickness is up to 1mm 
(gingival margins covering), 20s for the thickness of up to 5mm, and 40s for thickness over 5mm. 
Hold the lamp as close as possible to the cavity, otherwise, the curing depth may be reduced. 
After curing, excess materials are removed with a round bur or scalpel. The temporary restoration might 
be finished or polished using the silicon point. 

 

 


